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Bomanite Revealed Natural Series Color Chart
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IMPORTANT NOTES:

Bomanite Revealed utilizes natural and man-made aggregates, encapsulated in an engineered binder, and applied monolithically to freshly placed concrete. Use the Bomanite
Coloration Systems Standard Color Chart for Bomanite Revealed base colors. Aggregates typically used for Bomanite Revealed are 1,/8” through 3/4” in size with 1,/4”

to 3/8” considered optimal. The use of aggregates outside this size range may require the use of a different Bomanite process such as Bomanite Sandscape or a customized
Bomanite Revealed product and process. Standard blends of natural aggregates are pictured, however custom blends are commonplace.

Variations of the aggregates in Bomanite Revealed from pour to pour and within pours themselves may include, but are not limited to; size, shape, color, texture, gloss and
aggregate exposure. The finished Bomanite Revealed may have areas with more or less aggregate showing through the surface of the concrete. The aggregate concentration
may also vary throughout the concrete surface with occasional areas of fine sands only being exhibited. Periodically native sands or aggregates in the concrete mix may be
seen on the surface of Bomanite Revealed around the decorative aggregates. The color of Bomanite Revealed can vary from pour to pour slightly due to factors such as, but
not limited to; ambient temperature, relative humidity, water content of both the Revealed and the concrete slab it is being incorporated onto, moisture content of the
sub-base as well as sub-base type, early exposure to rain or sun, color of decorative aggregates used in the mix.

It is strongly recommended that samples be created, viewed and approved using construction techniques and materials identical to those that will be used in the actual
construction of the project. This sampling process must be completed prior to specifying the final color and appearance. Bomanite Revealed is only available through
Bomanite Exposed Aggregate Concrete Licensed Contractors.

-y Contact your authorized Bomanite Exposed Aggregate
Licensed Contractor to request a color chart.
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